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Abstract: This paper introduced the background and application of flame retardant polypropylene. The

flame—retardant mechanism was also described briefly. The research progress of polypropylene composites was

reviewed from from two aspects such as halogen—containing and halogen-ree flame retardants. Finally the

trend of further research about flame—retarded polypropylene was summarized.
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